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Supplementary Figure 1. Luminal surface of the DC and ES stent grafts
Photographs of the luminal side of DC (A) and ES (B) stent grafts. Thrombus is seen on the surface of DC stent grafts. Scanning electron microscopy pictures of DC (C) and ES (D) stent grafts show the struts of DC stent graft completely covered by the coating material while the luminal side of ES stent graft struts remains uncovered. 
Supplementary Table 1.
Values for injury and inflammation score grading.
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